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PANEL PLACEMENT LOG

Project Name: 60 MIL TEXTURE
D

A
TE

LE
N

G
TH

W
ID

TH

DD/MMM/YY

10-Oct-14 1 F14B 337093 314 22 60 MIL TEXTURE

10-Oct-14 2 F14B 337092 314 22.8 60 MIL TEXTURE

10-Oct-14 3 F14B 337092 175 22.8 60 MIL TEXTURE

10-Oct-14 4 F14B 341001 140 22.8 60 MIL TEXTURE

10-Oct-14 5 F14B 341001 315 22.8 60 MIL TEXTURE

10-Oct-14 6 F14B 336084 317 22.8 60 MIL TEXTURE

13-Oct-14 7 F14B 336084 168 22.9 60 MIL TEXTURE

13-Oct-14 8 F14B 337096 149 22.9 60 MIL TEXTURE

13-Oct-14 9 F14B 337096 317 22.9 60 MIL TEXTURE

13-Oct-14 10 F14B 336083 317 22.9 60 MIL TEXTURE

13-Oct-14 11 F14B 336083 168 22.9 60 MIL TEXTURE

13-Oct-14 12 F14B 337088 149 22.9 60 MIL TEXTURE

13-Oct-14 13 F14B 337088 317 22.9 60 MIL TEXTURE

13-Oct-14 14 F14B 336085 317 22.9 60 MIL TEXTURE

13-Oct-14 15 F14B 336085 175 22.9 60 MIL TEXTURE

13-Oct-14 16 F14B 337095 142 22.9 60 MIL TEXTURE

13-Oct-14 17 F14B 337095 317 22.9 60 MIL TEXTURE

13-Oct-14 18 F14B 337100 317 22.9 60 MIL TEXTURE

13-Oct-14 19 F14B 337100 47 22.8 60 MIL TEXTURE

13-Oct-14 20 F14B 337100 25 22 60 MIL TEXTURE

13-Oct-14 21 F14B 337100 50 22.8 60 MIL TEXTURE

13-Oct-14 22 F14B 337100 27 22 60 MIL TEXTURE

13-Oct-14 23 F14B 337100 12 12 60 MIL TEXTURE

13-Oct-14 24 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 25 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 26 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 27 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 28 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 29 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 30 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 31 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 32 F14B 337091 55 22.9 60 MIL TEXTURE

13-Oct-14 33 F14B 337087 55 22.8 60 MIL TEXTURE

13-Oct-14 34 F14B 337091 22 19 60 MIL TEXTURE

13-Oct-14 35 F14B 337087 40 22 60 MIL TEXTURE

13-Oct-14 36 F14B 337087 23 22 60 MIL TEXTURE

13-Oct-14 37 F14B 337087 10 8 60 MIL TEXTURE

14-Oct-14 38 F14B 337087 34 22.9 60 MIL TEXTURE

14-Oct-14 39 F14B 337087 17 14 60 MIL TEXTURE

14-Oct-14 40 F14B 337087 16 13 60 MIL TEXTURE

14-Oct-14 41 F14B 337087 36 22.9 60 MIL TEXTURE

14-Oct-14 42 F14B 337087 46 22.9 60 MIL TEXTURE
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14-Oct-14 43 F14B 337087 46 22.9 60 MIL TEXTURE

14-Oct-14 44 F14B 337087 46 22.9 60 MIL TEXTURE

14-Oct-14 45 F14B 337087 46 22.9 60 MIL TEXTURE

14-Oct-14 46 F14B 337093 46 22.9 60 MIL TEXTURE

14-Oct-14 47 F14B 337093 46 22.9 60 MIL TEXTURE

14-Oct-14 48 F14B 337093 46 22.9 60 MIL TEXTURE

14-Oct-14 49 F14B 341005 47 22.9 60 MIL TEXTURE

14-Oct-14 50 F14B 341005 47 22.9 60 MIL TEXTURE

14-Oct-14 51 F14B 341005 47 22.9 60 MIL TEXTURE

14-Oct-14 52 F14B 341005 33 22.9 60 MIL TEXTURE

14-Oct-14 53 F14B 341005 33 20 60 MIL TEXTURE

14-Oct-14 54 F14B 341005 37 22 60 MIL TEXTURE

14-Oct-14 55 F14B 341005 17 15 60 MIL TEXTURE

16-Oct-14 56 F14B 341003 205 22.5 60 MIL TEXTURE

16-Oct-14 57 F14B 341003 205 22.8 60 MIL TEXTURE

16-Oct-14 58 F14B 341004 205 22.8 60 MIL TEXTURE

16-Oct-14 59 F14B 341004 204 22.9 60 MIL TEXTURE

16-Oct-14 60 F14B 337094 204 22.9 60 MIL TEXTURE

16-Oct-14 61 F14B 337094 204 22.9 60 MIL TEXTURE

16-Oct-14 62 F14B 337089 204 22.9 60 MIL TEXTURE

16-Oct-14 63 F14B 337089 204 22.9 60 MIL TEXTURE

16-Oct-14 64 F14B 341005 204 22.9 60 MIL TEXTURE

16-Oct-14 65 F14B 337094 51 22.8 60 MIL TEXTURE

16-Oct-14 66 F14B 341004 34 21 60 MIL TEXTURE

16-Oct-14 67 F14B 341004 16 13 60 MIL TEXTURE

16-Oct-14 68 F14B 341003 32 22.9 60 MIL TEXTURE

16-Oct-14 69 F14B 341003 17 14 60 MIL TEXTURE

16-Oct-14 70 F14B 337090 50 22.9 60 MIL TEXTURE

16-Oct-14 71 F14B 337090 50 22.9 60 MIL TEXTURE

16-Oct-14 72 F14B 337090 50 22.9 60 MIL TEXTURE

16-Oct-14 73 F14B 337090 50 22.9 60 MIL TEXTURE

16-Oct-14 74 F14B 337090 50 22.9 60 MIL TEXTURE

16-Oct-14 75 F14B 337090 19 18 60 MIL TEXTURE

16-Oct-14 76 F14B 337090 18 15 60 MIL TEXTURE

16-Oct-14 77 F14B 337090 36 21 60 MIL TEXTURE

16-Oct-14 78 F14B 337090 53 22.9 60 MIL TEXTURE

16-Oct-14 79 F14B 337090 37 22.8 60 MIL TEXTURE

16-Oct-14 80 F14B 337090 15 17 60 MIL TEXTURE

16-Oct-14 81 F14B 336086 41 21 60 MIL TEXTURE

16-Oct-14 82 F14B 336086 18 16 60 MIL TEXTURE

16-Oct-14 83 F14B 336086 53 22.9 60 MIL TEXTURE

16-Oct-14 84 F14B 336086 53 22.9 60 MIL TEXTURE

16-Oct-14 85 F14B 336086 53 22.9 60 MIL TEXTURE
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16-Oct-14 86 F14B 336086 53 22.9 60 MIL TEXTURE

16-Oct-14 87 F14B 336086 41 22.9 60 MIL TEXTURE

16-Oct-14 88 F14B 336086 19 15 60 MIL TEXTURE

16-Oct-14 89 F14B 336086 45 21 60 MIL TEXTURE

16-Oct-14 90 F14B 336086 25 22.9 60 MIL TEXTURE

16-Oct-14 91 F14B 336086 10 5 60 MIL TEXTURE



WEDGE SEAM LOG

Project Name:
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P
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P1 - P2 10-Oct-14 X SH 19 313.6 10-Oct-14 1:55 PM 27 2:00 PM 27 PASS BC

P3 - P4 10-Oct-14 X SH 19 22.6 10-Oct-14 2:23 PM 33 2:28 PM 33 PASS BC

P2, P3, P4 10-Oct-14 X SH 19 178.5 10-Oct-14 2:38 PM 28 2:43 PM 27 PASS BC

P2, P3, P4 10-Oct-14 X SH 19 130 10-Oct-14 2:53 PM 27 2:58 PM 27 PASS BC

P3, P4, P5 10-Oct-14 X AS 6 314 10-Oct-14 3:34 PM 27 3:39 PM 26 PASS BC

P5 - P6 10-Oct-14 X SH 19 315 10-Oct-14 4:27 PM 28 4:32 PM 28 PASS BC

P7 - P8 13-Oct-14 X SH 19 22.5 13-Oct-14 9:05 AM 27 9:10 AM 27 PASS BC

P6, P7, P8 13-Oct-14 X SH 19 316.5 13-Oct-14 9:50 AM 28 9:55 AM 27 PASS BC

P7, P8, P9 13-Oct-14 X AT 6 316.6 13-Oct-14 9:51 AM 27 9:56 AM 26 PASS BC

P9 - P10 13-Oct-14 X AT 6 316.4 13-Oct-14 10:37 AM 28 10:42 AM 28 PASS BC

P9, P10, P11 13-Oct-14 X SH 19 316.5 13-Oct-14 10:38 AM 27 10:43 AM 27 PASS BC

P11, P12, P13 13-Oct-14 X SH 19 160 13-Oct-14 11:16 AM 28 11:21 AM 28 PASS BC

P15 - P16 13-Oct-14 X SH 19 22.5 13-Oct-14 11:40 AM 28 11:45 AM 28 PASS BC

P13 - P14 13-Oct-14 X AT 6 316.6 13-Oct-14 11:44 AM 30 11:49 AM 29 PASS BC

P11, P12, P13 13-Oct-14 X SH 19 153 13-Oct-14 11:39 AM 27 11:44 AM 27 PASS BC

P14, P15, P16 13-Oct-14 X SH 19 316.5 13-Oct-14 12:44 PM 28 12:49 PM 27 PASS BC

P15, P16, P17 13-Oct-14 X AT 6 316.5 13-Oct-14 12:45 PM 27 12:50 PM 27 PASS BC

P19 - P20 13-Oct-14 X SH 19 33 13-Oct-14 1:21 PM 28 1:26 PM 28 PASS BC

P20 - P23 13-Oct-14 X SH 19 10 13-Oct-14 1:26 PM 27 1:31 PM 27 PASS BC

P21 - P22 13-Oct-14 X SH 19 34 13-Oct-14 1:24 PM 30 1:29 PM 30 PASS BC

P21 - P24 13-Oct-14 X SH 19 55 13-Oct-14 1:32 PM 28 1:37 PM 28 PASS BC

P24 - P25 13-Oct-14 X SH 19 54.7 13-Oct-14 1:55 PM 28 2:00 PM 28 PASS BC

P25 - P26 13-Oct-14 X SH 19 54.7 13-Oct-14 2:02 PM 31 2:07 PM 30 PASS BC

P17 - P18 13-Oct-14 X AT 6 316.5 13-Oct-14 2:11 PM 29 2:16 PM 29 PASS BC

P26 - P27 13-Oct-14 X SH 19 54.5 13-Oct-14 2:21 PM 28 2:26 PM 28 PASS BC

P27 - P28 13-Oct-14 X SH 19 54.4 13-Oct-14 2:22 PM 30 2:27 AM 30 PASS BC

P28 - P29 13-Oct-14 X SH 19 54.6 13-Oct-14 2:30 PM 30 2:35 PM 29 PASS BC

P29 - P30 13-Oct-14 X AT 6 54.7 13-Oct-14 2:31 PM 33 2:36 PM 32 PASS BC

P30 - P31 13-Oct-14 X SH 19 54.4 13-Oct-14 2:40 PM 31 2:45 PM 30 PASS BC

P31 - P32 13-Oct-14 X AT 6 54.5 13-Oct-14 2:50 PM 28 2:55 PM 28 PASS BC

P32 - P33 13-Oct-14 X SH 19 54.5 13-Oct-14 2:55 PM 28 3:00 PM 28 PASS BC

P33 - P34 13-Oct-14 X AT 6 32 13-Oct-14 3:03 PM 29 3:08 PM 29 PASS BC

P35 - P36 13-Oct-14 X SH 19 32 13-Oct-14 3:11 PM 32 3:16 PM 32 PASS BC

P36 - P37 13-Oct-14 X AT 6 11 13-Oct-14 3:07 PM 28 3:12 PM 27 PASS BC

P38 - P39 14-Oct-14 X AT 6 25 14-Oct-14 9:00 AM 28 9:05 AM 27 PASS BC

P40 - P41 14-Oct-14 X AT 6 26 14-Oct-14 9:08 AM 29 9:13 AM 28 PASS BC

P41 - P42 14-Oct-14 X AT 6 45.5 14-Oct-14 9:17 AM 28 9:22 AM 28 PASS BC

P42 - P43 14-Oct-14 X AT 6 45.5 14-Oct-14 9:40 AM 27 9:45 AM 27 PASS BC

P43 - P44 14-Oct-14 X AT 6 45.7 14-Oct-14 9:48 AM 27 9:53 AM 27 PASS BC

P44 - P45 14-Oct-14 X AT 6 45.6 14-Oct-14 9:57 AM 28 10:02 AM 27 PASS BC

S
TA

R
T 

P
S
I

Eagle Creek Colony

F
IN

IS
H

 P
S
I

AIR TEST INFORMATIONSEAM LOG

B
E
TW

E
E
N

 P
A

N
E
LS

TE
S
T 

R
E
S
U

LT
S

Q
C

 T
E
C

H
N

IC
IA

N

S
TA

R
T 

TI
M

E

F
IN

IS
H

 T
IM

E

60 MIL TEXTUREProduct Type:

TI
M

E
 O

F
 D

A
Y

TE
C

H
N

IC
IA

N

W
E
D

G
E
 #



WEDGE SEAM LOG

Project Name:

W
E
LD

 D
A

TE

S
E
A

M
 L

E
N

G
TH

TE
S
T 

D
A

TE

DD/MMM/YY A
M

P
M FEET DD/MMM/YY

S
TA

R
T 

P
S
I

Eagle Creek Colony

F
IN

IS
H

 P
S
I

AIR TEST INFORMATIONSEAM LOG

B
E
TW

E
E
N

 P
A

N
E
LS

TE
S
T 

R
E
S
U

LT
S

Q
C

 T
E
C

H
N

IC
IA

N

S
TA

R
T 

TI
M

E

F
IN

IS
H

 T
IM

E

60 MIL TEXTUREProduct Type:

TI
M

E
 O

F
 D

A
Y

TE
C

H
N

IC
IA

N

W
E
D

G
E
 #

P45 - P46 14-Oct-14 X SH 19 45.6 14-Oct-14 10:30 AM 28 10:35 AM 28 PASS BC

P46 - P47 14-Oct-14 X AT 6 45.5 14-Oct-14 10:30 AM 28 10:35 AM 28 PASS BC

P47 - P48 14-Oct-14 X AT 6 45.7 14-Oct-14 10:39 AM 29 10:44 AM 29 PASS BC

P48 - P49 14-Oct-14 X AT 6 45.6 14-Oct-14 10:48 AM 28 10:53 AM 27 PASS BC

P49 - P50 14-Oct-14 X SH 19 45.6 14-Oct-14 10:54 AM 27 10:59 AM 27 PASS BC

P50 - P51 14-Oct-14 X AT 6 45.5 14-Oct-14 10:57 AM 27 11:02 AM 27 PASS BC

P51 - P52 14-Oct-14 X SH 19 39 14-Oct-14 11:10 AM 30 11:15 AM 30 PASS BC

P52 - P53 14-Oct-14 X AT 6 26 14-Oct-14 11:05 AM 31 11:10 AM 31 PASS BC

P54 - P55 14-Oct-14 X SH 19 26 14-Oct-14 11:16 AM 27 11:21 AM 27 PASS BC

P56 - P57 16-Oct-14 X SH 19 204.6 16-Oct-14 9:21 AM 29 9:26 AM 28 PASS BC

P57 - P58 16-Oct-14 X AT 6 204 16-Oct-14 9:43 AM 30 9:48 AM 30 PASS BC

P58 - P59 16-Oct-14 X SH 19 203.7 16-Oct-14 9:50 AM 28 9:55 AM 28 PASS BC

P59 - P60 16-Oct-14 X AT 6 203.6 16-Oct-14 10:25 AM 27 10:30 AM 26 PASS BC

P60 - P61 16-Oct-14 X SH 19 203.6 16-Oct-14 10:26 AM 27 10:31 AM 27 PASS BC

P61 - P62 16-Oct-14 X AT 16 203.5 16-Oct-14 11:04 AM 32 11:09 AM 31 PASS BC

P62 - P63 16-Oct-14 X SH 19 203.6 16-Oct-14 11:05 AM 29 11:10 AM 28 PASS BC

P66 - P67 16-Oct-14 X AT 6 26 16-Oct-14 11:16 AM 27 11:21 AM 27 PASS BC

P65 - P68 16-Oct-14 X SH 149 48 16-Oct-14 11:35 AM 31 11:40 AM 29 PASS BC

P68 - P69 16-Oct-14 X AT 6 22 16-Oct-14 11:30 AM 30 11:35 AM 29 PASS BC

P65 - P70 16-Oct-14 X AT 6 50 16-Oct-14 11:52 AM 28 11:57 AM 28 PASS BC

P70 - P71 16-Oct-14 X SH 19 49.6 16-Oct-14 11:56 AM 28 12:01 PM 28 PASS BC

P71 - P72 16-Oct-14 X AT 6 49.5 16-Oct-14 12:07 PM 27 12:07 PM 27 PASS BC

P72 - P73 16-Oct-14 X SH 19 49.5 16-Oct-14 12:06 PM 31 12:11 PM 30 PASS BC

P73 - P74 16-Oct-14 X SH 19 49.6 16-Oct-14 12l14 PM 29 12:19 PM 29 PASS BC

P74 - P75 16-Oct-14 X AT 6 26 16-Oct-14 12:17 PM 29 12:22 PM 29 PASS BC

P76 - P77 16-Oct-14 X AT 6 27 16-Oct-14 12:26 PM 31 12:31 PM 30 PASS BC

P63 - P64 16-Oct-14 X SH 19 203.6 16-Oct-14 1:30 PM 30 1:35 PM 29 PASS BC

P78 - P79 16-Oct-14 X AT 6 51 16-Oct-14 2:00 PM 27 2:05 PM 27 PASS BC

P79 - P80 16-Oct-14 X AT 6 21 16-Oct-14 2:04 PM 30 2:09 PM 29 PASS BC

P81 - P82 16-Oct-14 X DH 9 33 16-Oct-14 2:22 PM 29 2:27 PM 28 PASS BC

P78 - P83 16-Oct-14 X AT 6 52.4 16-Oct-14 3:00 PM 28 3:05 PM 27 PASS BC

P83 - P84 16-Oct-14 X AT 6 52.6 16-Oct-14 3:13 PM 30 3:18 PM 30 PASS BC

P84 - P85 16-Oct-14 X SH 19 52.6 16-Oct-14 3:15 PM 30 3:20 PM 30 PASS BC

P85 - P86 16-Oct-14 X AT 6 52.5 16-Oct-14 3:22 PM 28 3:27 PM 28 PASS BC

P86 - P87 16-Oct-14 X AT 6 52 16-Oct-14 3:31 PM 28 3:36 PM 27 PASS BC

P87 - P88 16-Oct-14 X AT 6 28 16-Oct-14 3:39 PM 31 3:44 PM 31 PASS BC

P90 - P914 16-Oct-14 X AT 6 7 16-Oct-14 3:50 PM 32 3:55 PM 31 PASS BC

P89 - P90 16-Oct-14 X AT 6 34 16-Oct-14 3:47 PM 32 3:52 PM 31 PASS BC



WEDGE TRIAL LOG

Project Name:

Wedge #: 19

Date:

Sheet Type:

AM TEST PM TEST

Time: AM Time: 1:10 PM 

Technician: Technician: SH NOTES:

Sheet Temp: °C Sheet Temp: 25 °C

Wedge Speed: m/min Wedge Speed: 550 m/min

Wedge Temp: °C / °F Wedge Temp: 850 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

Wedge #: 6

Date:

Sheet Type:

AM TEST PM TEST

Time: AM Time: 2:10 PM 

Technician: Technician: TP NOTES:

Sheet Temp: °C Sheet Temp: 30 °C

Wedge Speed: m/min Wedge Speed: 500 m/min

Wedge Temp: °C / °F Wedge Temp: 860 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.
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WEDGE TRIAL LOG

Project Name: 60 MIL TEXTUREEagle Creek Colony Product Type:

Wedge #: 19

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:40 AM Time: 1:00 PM 

Technician: SH Technician: SH NOTES:

Sheet Temp: 0 °C Sheet Temp: 32 °C

Wedge Speed: 550 m/min Wedge Speed: 550 m/min

Wedge Temp: 850 °C / °F Wedge Temp: 850 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

Wedge #: 6

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:50 AM Time: 1:00 PM 

Technician: AT Technician: AT NOTES:

Sheet Temp: 0 °C Sheet Temp: 32 °C

Wedge Speed: 500 m/min Wedge Speed: 500 m/min

Wedge Temp: 850 °C / °F Wedge Temp: 850 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

October 13, 2014
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OUTSIDE PEEL
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OUTSIDE PEEL

111

130 117

121 118

122 123

138 117

SHEAR PEEL
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SHEAR PEEL
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236 195

230 194

234 201

227 197

October 13, 2014

60 MIL TEXTURE

E
LO

N
G

A
TI

O
N

FA
IL

U
R

E
 T

Y
P
E

E
LO

N
G

A
TI

O
N

FA
IL

U
R

E
 T

Y
P
E

INSIDE PEEL

158

INSIDE PEEL

126

152 121

154 118

163 116

160 124

OUTSIDE PEEL

152

OUTSIDE PEEL

119

146 113

143 112

152 114

141 113

SHEAR PEEL

220

SHEAR PEEL

195

219 197

221 207

217 202

226 200



WEDGE TRIAL LOG

Project Name: 60 MIL TEXTUREEagle Creek Colony Product Type:

Wedge #: 19

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:30 AM Time: 12:35 PM 

Technician: SH Technician: SH NOTES:

Sheet Temp: 4 °C Sheet Temp: 32 °C

Wedge Speed: 550 m/min Wedge Speed: 550 m/min

Wedge Temp: 850 °C / °F Wedge Temp: 850 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

Wedge #: 6

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:30 AM Time: PM 

Technician: AT Technician: NOTES:

Sheet Temp: 4 °C Sheet Temp: °C

Wedge Speed: 500 m/min Wedge Speed: m/min

Wedge Temp: 850 °C / °F Wedge Temp: °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

October 14, 2014
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131 127

142 119

139 115

134 118

OUTSIDE PEEL
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123 120

119 115

125 111

118 112

SHEAR PEEL
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SHEAR PEEL
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199 195

189 194

191 196
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136

INSIDE PEEL

121
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144

OUTSIDE PEEL

118

OUTSIDE PEEL

117

121

124

129

SHEAR PEEL

238

SHEAR PEEL

241

237

234

226



WEDGE TRIAL LOG

Project Name: 60 MIL TEXTUREEagle Creek Colony Product Type:

Wedge #: 19

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:43 AM Time: PM 

Technician: SH Technician: NOTES:

Sheet Temp: 3 °C Sheet Temp: °C

Wedge Speed: 550 m/min Wedge Speed: m/min

Wedge Temp: 850 °C / °F Wedge Temp: °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

Wedge #: 6

Date:

Sheet Type:

AM TEST PM TEST

Time: 9:00 AM Time: 1:25 PM 

Technician: AT Technician: AT NOTES:

Sheet Temp: 6 °C Sheet Temp: °C

Wedge Speed: 500 m/min Wedge Speed: 500 m/min

Wedge Temp: 850 °C / °F Wedge Temp: 850 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

October 16, 2014
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INSIDE PEEL

138

118 131

121 130

119 138

115 126

OUTSIDE PEEL

119

OUTSIDE PEEL

120

115 124

116 127

115 136

113 123

SHEAR PEEL

236

SHEAR PEEL

223

230 227

227 230

225 229

222 226



WEDGE TRIAL LOG

Project Name: 60 MIL TEXTUREEagle Creek Colony Product Type:

Wedge #: 19

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:47 AM Time: PM 

Technician: SH Technician: NOTES:

Sheet Temp: 8 °C Sheet Temp: °C

Wedge Speed: 450 m/min Wedge Speed: m/min

Wedge Temp: 850 °C / °F Wedge Temp: °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

October 17, 2014
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155

INSIDE PEEL

164

161

157
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OUTSIDE PEEL

149

OUTSIDE PEEL

145

229

144

142

141

233

SHEAR PEEL

228

SHEAR PEEL

230

227



EXTRUDER TRIAL LOG

Project Name: Product Type:

Extruder#: 2

Date:

Sheet Type:

AM TEST PM TEST

Time: AM Time: 2:10 PM 

Technician: Technician: RL NOTES:

Sheet Temp: °C Sheet Temp: °C

Barrel/Air Temp: °C / °F Barrel/Air Temp: 460/450 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

Extruder#: 2

Date:

Sheet Type:

AM TEST PM TEST

Time: AM Time: 1:50 PM 

Technician: Technician: RL NOTES:

Sheet Temp: °C Sheet Temp: °C

Barrel/Air Temp: °C / °F Barrel/Air Temp: 460/450 °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

176

185

179

111

109

123

119

164

121

118

158
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October 14, 2014
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181

165
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INSIDE PEEL INSIDE PEEL

107

SHEAR PEEL SHEAR PEEL
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EXTRUDER TRIAL LOG

Extruder#: 2

Date:

Sheet Type:

AM TEST PM TEST

Time: 8:41 AM Time: PM 

Technician: RL Technician: NOTES:

Sheet Temp: 9 °C Sheet Temp: °C

Barrel/Air Temp: 460/450 °C / °F Barrel/Air Temp: °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

Extruder#: 2

Date:

Sheet Type:

AM TEST PM TEST

Time: 10:50 AM Time: PM 

Technician: RL Technician: NOTES:

Sheet Temp: 5 °C Sheet Temp: °C

Barrel/Air Temp: 460/450 °C / °F Barrel/Air Temp: °C / °F

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

184

199

205

97

109

SHEAR PEEL

189

SHEAR PEEL

191

INSIDE PEEL

107

INSIDE PEEL

98

105

October 17, 2014
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October 15, 2014
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BUTT SEAM LOG
Project Name:

W
E
LD

 D
A

TE

S
E
A

M
 L

E
N

G
TH

TE
S
T 

D
A

TE

Seam Starts 

Between 

Panels

Finishes 

Between 

Panels

DD/MMM/YY A
M

P
M FEET DD/MMM/YY

1A P19 & P21 P22 & P23 13-Oct-14 X SH 19 75 13-Oct-14 30 29 PASS BC

1B P33 & P35 P37 & P34 13-Oct-14 X SH 19 70 13-Oct-14 30 29 PASS BC

1C P41 & P38 P39 & P40 14-Oct-14 X AT 19 60 14-Oct-14 28 28 PASS BC

1D P54 & P51 P53 & P55 14-Oct-14 X AT 6 67 14-Oct-14 29 29 PASS BC

1E P18 & P35 P18 & P19 14-Oct-14 X SH 19 317 14-Oct-14 29 29 PASS BC

1F P1 & P38 P1 & P54 14-Oct-14 X SH 19 315 14-Oct-14 35 34 PASS BC

1G P67 & P69 P65 & P66 16-Oct-14 X SH 19 68 16-Oct-14 27 27 PASS BC

1H P74 & P77 P75 & P76 16-Oct-14 X SH 19 65 16-Oct-14 31 30 PASS BC

1J P56 & P77 P56 & P66 16-Oct-14 X SH 19 205 16-Oct-14 29 29 PASS BC

1K P78 & P81 P80 & P82 16-Oct-14 X AT 6 67 16-Oct-14 28 27 PASS BC

1L P86 & P89 P88 & P91 16-Oct-14 X AT 6 27 16-Oct-14 28 28 PASS BC

1M P86 & P89 P88 & P91 16-Oct-14 X AT 6 39 16-Oct-14 27 27 PASS BC

1N P64 & P81 P89 & P64 16-Oct-14 X SH 19 204 16-Oct-14 30 29 PASS BC

1P P53 & P80 P15 & P69 17-Oct-14 X SH 19 302 17-Oct-14 31 30 PASS BC

B
U

TT
 S

E
A

M
 L

E
TT

E
R

Eagle Creek Colony

Q
C

 T
E
C

H
N

IC
IA

N

TI
M

E
 O

F
 D

A
Y

AIR TEST INFORMATIONBUTT SEAM LOG

TE
C

H
N
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N

W
E
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G
E
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P
S
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F
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H
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S
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S

B
U
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E
A

M
 



EXTRUSION DETAIL LOG

Project Name:

Product Type:

C
O

D
E

TE
S
T 

D
A

TE

SEE LEGEND DD/MMM/YY

14-Oct-2014 RL P ON TOP OF BERM BT P17 & P18 14-Oct-2014 PASS BC VACUUM TESTED

14-Oct-2014 RL P

166' FROM C. BERM BT P11, 

P12, P13 14-Oct-2014 PASS BC VACUUM TESTED

14-Oct-2014 RL P

179' FROM CENTER BERM BT P2 

& P4 14-Oct-2014 PASS BC VACUUM TESTED

16-Oct-2014 RL P

ON TOP INTO TRENCH BT P56 & 

P77 16-Oct-2014 PASS BC VACUUM TESTED

16-Oct-2014 RL P

26' FROM S. BERM BT P87, P89, 

P90 16-Oct-2014 PASS BC VACUUM TESTED

* UNLESS OTHERWISE NOTED, ALL 3 PANEL INTERSECTIONS COME WITH VACUUM TESTED EXTRUDED T WELDS.

1' X 1'

1.5' X 3'

1.5' X 6'

1.5' X 6'

2' X 4'

1E

1D

1C

1B

1A

Eagle Creek Colony
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DT-DESTRUCTIVE TEST

D
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TE
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CODE LEGEND

BO-BLOCK OFF

P-PATCH

PT-PENETRATION

E-EXTRUSION BEAD

T-THREE PANEL INTERSECTION

C-CAPSTRIP

Q
C

 T
E
C

H



DESTRUCTIVE TEST LOG

Project Name: Sheet Type:

DT#: 1 DT#: 2

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

DT#: 3 DT#: 4

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

197

195

1413

125

125

140

200

207

96

129

131

144

148

199

133

4:21 PM

BC

4:35 PM

BC

125

124

125

121

124

125

4:00 PM

200
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124

130

SHEAR PEEL

202

OUTSIDE PEEL

199

191

125

124

207

206

143

197

P35 & P36

135

13-Oct-14

SHEAR PEEL

198

204
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13-Oct-14

129

133

131

SHEAR PEELSHEAR PEEL

200

P12 & P13

INSIDE PEEL
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DESTRUCTIVE TEST LOG

Project Name: Sheet Type:

DT#: 5 DT#: 6

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

DT#: 7 DT#: 8

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

60 MIL TEXTURE
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DESTRUCTIVE TEST LOG

Project Name: Sheet Type:

DT#: 9 DT#: 10

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

DT#: 11 DT#: 12

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

60 MIL TEXTURE

P7 & P9 P13 & P14
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DESTRUCTIVE TEST LOG

Project Name: Sheet Type:

DT#: 13 DT#: 14

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

DT#: 15 DT#: 16

Between Panels: Between Panels:

QA Monitor: QA Monitor:

Date: Date:

Time: Time:

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.

200%+ F.T.B. 200%+ F.T.B.
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