


Hydraulic Conductivity Determination (Flexible Wall)
ASTM D5084-10

Project No. 1000-027-02 Test Hole Retest Cell 1, ST9

Client Quantum Murray Trek Sample # L539a

Project Depth (m) 2.8m - 3.3m

Sample Date Sept 13, 2016

Test Date Sept 19, 2016 to Oct 12, 2016

Technician Paul Bevel

Specimen Details

Comments

Atterberg Limits Test Details
Liquid Limit Not Requested Permeant Distilled, de-aired water

Plastic Limit Not Requested Method Constant Head

Plasticity Index Not Requested Cell Pressure 137.9 kPa

Influent Pressure 116.5 kPa

Effluent Pressure 98.6 kPa

Gradient 25.34

Permeation Graph

Steady Flow Permeation Data

Influent (mL) Effluent (mL)

1.96 4.33 1.91 1.97 0.97 1.94 0.95 1.05E-10

2.25 6.58 2.70 2.72 0.99 2.71 0.95 1.28E-10

1.38 7.96 1.59 1.52 1.05 1.56 0.95 1.20E-10

1.54 9.50 1.48 1.41 1.05 1.45 0.94 9.81E-11

Consolidation Data

Average 
Height (m)

Average 
Diameter (m)

Moisture 
Content (%)

Dry Density 

(kN/m3)
Degree of 

Saturation (%)
Cell Pressure Back Pressure

Initial 0.0725 0.0722 25.3 15.7 96.3 137.9 98.6

Final 0.0721 0.0723 27.4 15.5 101.9 137.9 98.6

Dauphin River First Nation                  
Wastewater Lagoon Construction

Visual 
Classification

Elapsed Time 
(Days)

Flow (Q) Inflow / Outflow 
Ratio

Clay, silty, brown, firm, high plasticity

Average Flow 
(mL)

Temperature 
Correction

Corrected Hydraulic 
Conductivity, k20 (m/s)

The specific gravity of the soil  was assumed to be 2.75. 

Average Temperature Corrected 
Hydraulic Conductivity, k20  (m/s)

Time 
Increment 

(Days)

(1.13x10-8 cm/s)1.13E-10
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Steady Flow for Period

Page 1 of 1


